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5391 THOMASTON - 1978

150 Epoxy Series 1,545 gal. 4415 Thinner 915 gal.
124 Chlorinated Alkyd 845 gal. 116 Red Lead 90 gal.
Zincs 650 gal. 490 Silicone Enamel 800 gal.
129 Anti Foulant 40 gal. 4421,4424 Tank Coating 2,800 gal.
Anti Sweat Binder 105 gal. 0il Based Enamels 340 gal.
Miscell. Primers 305 gal.

6501 - 6522 FFG PROGRAM 1978-1985

(Figures are per ship)

14 N Anti-corrosive 45 gal. Anti-Foulants 200 gal.
4421,4424,4426 1,800 gal. 150 Series 1,995 gal.
4437 Low Flash 1,231 gal. Inorganic Zinc 588 gal.
4400 Red Lead Epoxy 254 gal. 4413 Blackmastic 116 gal.
116 Red Lead 1,198 gal. Zinc Chromate 1,189 gal.

(first 3 ships only) 117 Prime Wash 808 gal.
0il Based Enamels 1,901 gal. 124 Chlorinated Alkyd 2,235 gal.
Non Skid Coatings 680 gal. Anti Sweat Binder 276 gal.
120 Vinyl Chromate 280 gal. Deoxioine 124 gal.

(first 3 ships only) Vinyl Vapor Barrier 60 gal.
Coal Tar Epoxy 300M 30 gal.

5393 GRAY 1978-1979

150 Series Epoxy 1,410 gal. 124 Chlorinated Alkyd 515 ‘gal.
0il Based Enamels 520 gal. Misc. Epoxies 100 gal.
244 HS Tank Coat 160 gal. 207 Tank Coat 120 gal.
Zinc Chromate 45 gal. Prime Wash 240 gal.
Non-Skid Coating 80 gal. Anti-Foulants 375 gal.
Inorganic Zinc 210 gal. Deflex 15 gal.
Vinyl Red Lead 100 gal. Capastic 52 gal.
#14 Solvent 15 gal. Vinyl Chromate 5 gal.
Lacquer 2 gal,

5392 SHIELDS 1978-1979

150 Series Epoxy 1,790 gal. 124 Chlorinated Alkyd 500 gal.
Anti Foulants 390 gal. 116 Red Lead 200 gal.
490 Silicone Enamel 300 gal. Zinc Chromate 100 gal.
Prime Wash 200 gal. 244 HS Tank Coat 200 gal.
Inorganic Zinc 325 gal., 207 Tank Coating 240 gal.
0il Based Enamel 278 gal. Misc. Epoxies 150 gal.
4437 Pre-Con Primer 40 gal. Non Skid Coating 75 gal.
Anti Sweat Binder 100 gal. Capastic 44 gal.
Vinyl Chromate 10 gal. 122 vinyl 25 gal.
Wood Preservative 10 gal.
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5400

REASONER

1980-1981

1,260 gal. 244 HS Tank Coating
100 gal. Anti-Foulants
650 gal. Non Skid Coating
705 gal. 0il Based Enamel
30 gal. Zincs
25 gal. Strontium Chromate
65 gal. Anti Sweat Binder
60 gal. Thinner
50 gal.
5410 ELLIOT 1981-1982
4,070 gal. Anti-Foulant
430 gal. 116 Red Lead
130 gal. 0il Based Enamel
150 gal. 490 Silicone Enamel
240 gal. Misc. Epoxies
50 gal. Non Skid Coating
15 gal. 122 vinyl
25 gal.
5420 PEARY 1982-1983
1,750 gal. Misc. 0il Based Enamels
580 gal. 116 Red Lead
25 gal. Anti-Foulant
5 gal. Inorganic Zinc
200 gal. Zinc Chromate
75 gal. Vinyl Red Lead
50 gal. 4415 Thinner
110 gal.
3106 MALASPINA 1982-1983
100 gal. 0il Based Enamel
10 gal. 116 Red Lead
3393 EXXON HOUSTON 1983
225 gal. Apexior #3
135 gal. EXA 4471,4472
9 gal. 244 HS Tank Coating
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5421 DOWNES 1983-1984
2,620 gal. Anti-Foulant
425 gal. 116 Red Lead
350 gal. 490 Silicone Enamel
50 gal. Prime Wash '
125 gal. Chromate Conversion Coat
60 gal. Vinyl Red Lead
60 gal.
6525 ARDM-5 1983-1986
23,800 gal. Anti-Foulant
680 gal. 0il Based Enamel
290 gal. Vinyl Red Lead
200 gal. Zincs
955 gal. Chlorinated ALkyd
28 gal. Primcon
90 gal. Non-Skid Coating
5435 PSA FFG 44 1985
230 gal. Anti-Foulant
320 gal. Prime Wash
60 gal. Anti Sweat Binder
423 gal. Non Skid Coating
25 gal.
5450 CAMDEN 1985-1986
2,290 gal. Anti-Foulant
100 gal. 4415 Thinner
20 gal. Capastic
75 gal.
5445 HILL 1985-1986
2,760 gal. Inorganic Zinc
375 gal. 490 Silicone Enamel
610 gal. 116 Red Lead
85 gal. 4415 Thinner
400 gal. Non Skid Coating
150 gal. Capastic
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5955

OBSERVATION ISLAND 1986

FRAM PROJECT

Non Skid Coatings
0il Based Enamel
117 Prime Wash
Inorganic Zinc

1985-Present (08-19-87

O'CALLAHAN

0il Based Enamel

124 Chlorinated Alkyd
Prime Wash

116 Red Lead

Vinyl Vapor Barrier
Anti-Corrosive
Aircraft Chromate
4415 Thinner

Surface Etch

1986-Present (08-19-87

Epoxies 410 gal.
Anti-Foulant 550 gal.
Anti-Sweat Binder 100 gal.
124 Chlorinated Alkyd 300 gal.
5501-5503
150 Series Epoxy 6,485 gal.
Zincs 2,170 gal.
Zinc Chromate 280 gal.
Vinyl Chromate 210 gal.
Anti-Sweat Binder 100 gal.
Anti-Foulant 440 gal.
Misc. Epoxies 200 gal.
Non Skid Coating 100 gal.
Rust Inhibitor 5 gal.
5464
150 Series Epoxy 1,265 gal.
0il Based Enamel 407 gal.
490 Silicone Enamel 225 gal.
Zincs 210 gal.
Vinyl Red Lead 60 gal.
Non-Skid Coating 290 gal.
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